
ASTM F2003

ASTM F1829ASTM F2028S10 – Wear testing

SHOULDER IMPLANTS – Test Methods 

Total shoulder replacement

Aging
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ANKLE JOINT IMPLANTS – Test Methods 

Total ankle joint replacement 

ASTM F2003

Aging

http://de.linkedin.com/company/spineserv
http://www.facebook.com/spineserv
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